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Abstract 

  
Titanium oxides have a wide range of applications in industry, and they can be formed on pure titanium using 
different methods. Laser-induced oxidation is one of the most reliable methods due to its controllability and 
selectivity. The colourizing process based on laser scanning strategies is limited by the relative large processing 
area in comparison to the beam size. Single spot oxidation of titanium substrates is proposed in this research in 
order to increase the resolution of the processed area and also to address the requirements of potential new 
applications. The method is applied to produce oxide films with different thicknesses and hence colours on 
titanium substrates. To investigate the process capabilities and limitations of the proposed method a high 
resolution colour image is imprinted on a sheet of pure titanium by converting its pixels’ colours into laser 
parameter settings. Optical and morphological periodic surface structures are also produced by an array of oxide 
spots and then analysed. The findings are of interest to a range of application areas, as they can be used to 
imprint optical devices such as diffusers and Fresnel lenses on metallic surfaces as well as for colour marking.     
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1. Introduction 
 
Titanium (Ti) oxides have received considerable 

attention by the research community and industry in 
the last two decades due to its attractive optical and 
surface properties [1, 2]. In particular, its corrosion 
resistance, wear resistance, anti-galling properties, 
biological properties, high strength to weight ratio, 
good fatigue strength and aesthetic properties 
(permanent colours) [3], together with Ti mechanical 
properties [4] are very attractive for a wide range of 
applications, e.g. photocatalysis, gas sensing, 
medical implants, optical coatings [5], aerospace and 
parts identification [3]. 

Literature review shows that Ti oxide films can be 
generated by different methods such as heat 
treatment, immersion in hydrogen peroxide solutions, 
dipping in rutile and gelatine, passivation and 
anodizing [3]. Although some of these methods are 
similar and require an immersion of Ti samples into a 
chemical bath and then to apply DC power, the 
resulting thickness of the oxide films vary. Another 
important limitation is that the majority of these 
treatment methods are nonselective and the resulting 
oxide thicknesses are only to some extent 
controllable. In addition, high power and wet chemical 
bath are required, that make them hazardous 
processes [4].   

Therefore, it is not surprising that oxidation of 
metals through laser processing is becoming 
attractive for applications requiring selectivity and 
high precision [6]. In particular, laser-induced 
oxidation can offer the following advantages over the 
other methods: 

 
• Oxidation of pixels/spots with a resolution down 

to laser wavelength; 

• High precision spatial-temporal control;  
• Less processing time for relatively small 

processing areas; 
• High repeatability.  

 
Laser-induced oxidation of different metals has 

been investigated by many research groups  
including laser-induced colouring of Ti substrates, i.e. 
the composition and mechanism of laser-induced Ti 
oxides [5, 7], the structures of Ti oxide films [2, 6], 
laser-induced colouring versus anodizing [4], and the 
dependence of colours on laser processing 
parameters [1, 7]. Applications of laser-induced 
oxidation of metals with its related colouring effects 
have been considered in jewellery and part 
identification. However, the colourization process 
reported in the literature was carried out by laser 
scanning over a relatively large area as compared to 
the beam spot size. This has limited the applications 
of the process since the smallest fields of colours that 
can be produced are in millimetres scale. Therefore, 
a comprehensive study of other potential applications 
has not been carried out apart from colour marking. 
The objective of this research is to develop a method 
to control the size of the oxidation area and its 
thickness on titanium substrates by laser-induced 
single spot oxidation and thus to imprint coloured 
image. By applying such approach the aim is to 
achieve a pixel resolution down to the beam spot size 
with high special control in the processed area. 

 
2. Experimental setup  

 
A nanosecond (redENERGY G4 50W) laser from 

SPI Lasers is used in this research. With wavelength 
of 1064 nm and a 1 MHz maximum
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pulse repetition rate, it can be used for laser 
processing with 25 different pulse durations, from 
15 to 220 ns. The beam delivery system used in this 
experimental study is shown in Figure 1. The 3D 
scanner (RhoThor RTA) from Newson Engineering 
can realise scanning speeds of up to 2.5 m/s and 
the spot size can be controlled down to a few 
microns in the focal plane with the integrated beam 
expander and 100 mm telecentric focusing lens. 
The beam delivery setup is mounted on a 
mechanical z stage, while the workpiece is 
horizontally mounted on a high precision stack-up of 
four mechanical stages (two rotary and two linear 
Aerotech stages). The beam quality (M2) is better 
than 1.3 and the output energy is controlled by an 
energy attenuator and monitored by an inline power 
meter. Commercially pure (Grade 1) titanium 
substrates with a 0.7 mm thickness were used in all 
the experiments in a temperature-controlled 
environment. Prior to laser processing, the samples 
were cleaned ultrasonically for 10 minutes in water 
and 10 minutes in acetone and dried with hot air. 
Alicona G5 Infinite Focus (IF) system is used to 
inspect the morphology of the processed Ti 
substrates, while the reflectivity measurements 
along the entire visible spectrum of wavelengths 
were performed using Ocean Optics USB2000+ 
Spectrometer with tungsten-filament lighting (CIE 
illuminant A) and Carl Zeiss Scope A1 optical 
microscope. 

 
 

3. Results and discussion 
 

3.1 Single spot oxidation  

A single spot oxidation method is proposed in 
this research for a higher resolution than that 
achievable by applying raster scanning strategies. 

In addition, by applying this method different 
topographies can be created on the surface and 
thus the reflected colours to dependent on the 
incident and azimuthal angles. Thus, the objective 
is to achieve a higher resolution down to the beam 
spot size with high special control in the processed 
area together with an angular dependence of the 
colours due diffraction effects.  

A single spot of oxide is created on the 
substrate by a pre-defined number of pulses (a 
pulse-train processing) that have fluence below the 

ablation threshold. Then, the beam is re-positioned 
and the next pulse- train is delivered on the 
substrate and this is repeated until the area that has 
to be processed is fully covered. In this single spot 
oxidation method the colour coding is carried out by 
controlling the number of pulses and fluence, 
especially the cumulative fluence resulting from 
each pulse-train.  

Initially, arrays of oxide fields were produced on 
a titanium substrate by applying the proposed single 
spot oxidation method. Each array included 10 x 10 
square fields (2 x 2 mm2 each) and each square 
contains (66 by 66) oxidation spots. For producing 
these arrays, the power is varied from 1% to 100% 
of the average power (50 W). The distances 
between any two successive spots in both X and Y 
directions were fixed at 30 μm while the beam spot 
size was 80 μm. Thus, the spots overlap. The pulse 
repetition rate was set to be either 1 MHz or 500 
KHz, while the duration time of the pulse-trains was 
varied from 50 to 214 μs and thus to have trains 
with different number of pulses, i.e. from 
approximately 50 to 214 pulses per spot.  

A range of colours were generated with the 
proposed method, i.e. Silver, Golden, Violet, 
Orange, Blue, and light blue and their variations, 
that are the same to those reported in the literature 
which achieved by employing the raster scanning 
strategy. From the produced initial arrays of oxide 
fields, 10 fields of colours were selected to produce 
6 x 6 mm fields for further analysis. They were 
selected to cover a wide range of cumulative 
fluencies and colours but at the same time to 
minimise the time necessary to carry out the 
analysis. In particular, Figure 2 depicts these 10 
colours, while their laser processing parameters are 
presented in Table 1. Again, the distances between 
the spots in both X and Y directions were fixed at 30 
μm while the effective spot size is varying from 40 
to 80 μm depending on the fluence. The spots’ 
overlaps can be clearly seen in Figure 2. 

 
3.2 Images imprinting 

A selective oxidation was performed in order to 
control the oxide thickness of each spot on a Ti 
substrate. In particular, the single spot oxidation 
was used to produce pixels of thin oxide films. The 
films thicknesses and hence the colours are 
function of beam spot size, burst time, pulse 
repetition rate and pulse energy. To assess the 
process capabilities and limitations, an image was 
imprinted on a titanium substrate. Each pixel of this 
image was produced with different laser settings, 
i.e. pulse energy, and thus the oxide thickness was 
varied. A programme was created in MATLAB to 
carry out this selective oxidation process. In 
particular, the programme converts images into 
executable commands for the laser system. These 
commands contained the laser parameter settings 
for each pixel, i.e. power, pulse repetition rate, 
pulse-train time, and X & Y positions that were set 
based on the image greyscale map. The pixels 
were dots with a diameter equal to the beam spot 
size and thus a high resolution image was imprinted 
by varying the laser settings. The number of pixels 
per inch (PPI) can be varied and can go up to 

 

Fig.1. Laser platform setup  



August 29, 2016 20:27 RPS 4M 2016 :: Paper ID: 716

Proceedings of the 4M/IWMF2016 Conference 205

25400/d, where d is the beam diameter (μm) at the 
 intersection plane with the workpiece. Ultimately, d 
can be reduced down to the laser wavelength with 
the use of high quality focusing lens  that has 
maximum Numerical Aperture (NA). To create 
oxidation patterns on the substrate, two processing 
strategies were used. The first one was by 
irradiating the pixels one by one along each row 
and each column while the second one was a layer-
based strategy where the pixels were clustered into 
one hundred groups (layers) based on their 8-bit 
representation in the grayscale image. In particular, 
the 8-bit greyscale image was scaled down from 0-
255 to 1-100, where 1 to 100 corresponded to the 
used average power in percentages, while the pulse 
A 300*300 pixels’ image of the Mona Liza was used 
to carry out imprinting trials. The image was 
converted into 300*300 spots and the laser power 
for each of them was set from 1 to 100% depending 
on the pixel’s 8-bit code. The beam diameter was 
selected to be 80μm. Thus, the imprinting resolution 
(pixel density) achieved was 317 PPI while the 
overall size of the picture was 24 x 24 mm2. The 
laser processing time for this image was more than 
150 minutes when the first strategy (pixel by pixel 
processing) was applied. In this case most of the 
processing time was spent on executing a 
sequence of 300 x 300 pulse-trains with varying 
laser processing settings for each pixel. When the 
layer-based strategy was applied with the same 
laser settings the processing time was reduced 
more than seven times, down to less than 20 
minutes. However, although the processing time 
was reduced, the imprinted picture was distorted in 
some areas. These errors were due to the beam 
deflectors’ dynamics effects when applying the 
layer-based approach that could be minimised by 
introducing machine-specific compensations in 
executing machining vectors. Figure 3 shows the 
image produced with the layer-based strategy on a 
titanium substrate when the built-in software tool for 
counteracting the dynamic effects was applied.  
This method of imprinting images with permanent 
colours on Ti substrate can be applied on other 
types of metals if their oxides have similar 
properties to Ti oxide such as Niobium, Tantalum, 
and Chrome, or even on steel. Images can be 
produced by applying this strategy on other types of 
materials in grey scale, but then the imprinting 
mechanism is different. In particular, no oxidation 
spots are formed but craters are created by 
applying pulse energies with fluence higher than the 
ablation threshold. Craters with different depths can 
be generated by varying the pulse energy and thus 
to imprint images with different contrast. 
 

4. Conclusions 
 

A method for single spot oxidation is proposed for 
colourizing/patterning titanium substrates. 
Different controllable colours were produced on 
the Ti substrate by generating arrays of single 
spot oxide  

films. High resolution images were imprinted to 
assess the capabilities and also to judge better 
about potential applications of the proposed 
method. The fields produced with arrays of single  

Table 1 Laser processing parameters of 10 colours  
fields produced by single spot oxidation (sorted by 
their cumulative fluence)  

 

Fig.2. Selected colours generated by single spot oxidation 

Field image PRR 
(MHz) N BT(μs) F (J/cm2) 

1 1 50 50 46.96 

3 0.5 50 100 64.26 

2 0.5 50 100 74.15 

4 0.5 50 100 84.04 

5 0.5 50 100 93.93 

8 1 150 150 103.81 

7 1 150 150 118.65 

6 1 150 150 133.48 

10 1 214 214 180.1 

9 1 214 214 203.4 

PRR - pulse repetition rate; N - number of 
pulses, BT - burst time, F - cumulative fluence 
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spot oxidations showed an angular dependence of 
the colours due diffraction effects. This was due to 
periodic topographies generated with the single spot 
processing strategy. The findings reported in this 
paper are of interest to a range of application areas, 
as they can be used to imprint optical devices such 
as diffusers and Fresnel lenses on metallic surfaces. 
Also, images with permanent colours can be 
imprinted on Ti or other substrates with a resolution 
up to 25400/d��
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Fig.3. Imprinted image shown in different incident and 
azimuthal angles.  


